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Report No. ILO%14-01-19

1. OBJECTIVES
The objectives of the program are outlined below:

A, To invegtigate the stress-corrosion cracking characteristics of
at least three new high-strength alloys of interest for rocket motor case
applications. These alloys are 6A1-4V titanium, 18% nickel maraging steel,
and 20% nickel maraging steel, in addition to limited testing of vacuum-melted
9 Ni-k Co steel.

B, To study the environmental parameters that could affect the rate

and extent of stress-corrosion cracking.

C. o determine the effect of material parameters (compositién,,

strength level, welding, and microstructurejon stress-corrosion susceptibility.

D. To continue the evaluation of protective coatings and other

techniques for preventing stress-corrosion cfacking.
II. SUMMARY

The third year's program is in progress with specimens of titanium
6A1-4V alloy under test. The 20% nickel maraging steel specimens are being
machined, and the 18% nickel maraging steel material, as well as Republic's

9 Ni-L4 Co alloy, are scheduled for delivery within two weeks.

ITI. WORK PROGRESS

The work program in progress is designed to investigate the stress-corrosion
susceptibility of 6A1-4V titanium, 18 and 20% nickel maraging steels, and a
Republic Steel Corp. 9% Ni-U% Co alloy. The master program chart is shown in

Table 1. Work progress during this report period is shown below.
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A. 6A1-4V TITANIUM

This alloy is now under test with both center-notched tensile
specimens and bent-beam specimens being evdluated. The warpage of specimens
during heat treatment,which was experienced in the past, was avoided by the use
of a special fixture fabricated to hold the specimens in a flat position during
the aging heat-treat cycle. Machining of specimens after heat treatment, to
remove the oxide scale, was found to be essential to the attainment of wvalid

mechanical properties.
B. 20% NICKEL MARAGING STEEL

Two of the 20% nickel materials, annealed and 75% cold-worked,
have been received from the manufacturer (Allegheny Ludlum) and are now being
machined into specimens. Shipment of the 50% cold-worked material has been de-
layed because of a mill error in its formulation which required the preparation

of a new heat.
C. 18% NICKEL MARAGING STEEL

This alloy has not yet been received but shipment has been
promised for early December. One shipment from Republic Steel Corp. will include
0% and 50% cold-worked material with low titanium content (0.3 to 0.6%), Another
shipment from Allegheny Ludlum will contain a high percentage of titanium.

(0.6 to 1.0%). (The titanium content for this alloy is known to have a marked

effect on its mechanical properties.)
D. REPUBLIC'S 9% NI-4% .CO ALIOY .

This alloy i1s due to be shipped early in December. Material
with two different percentages of carbon will be received. (0.25 to 0.30% C
and 0.40 to 0.45% C).
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The evaluation of protective coatings to prevent stress-corrosion
cracking is continuing and will be conducted throughout the program. This
evaluation is based upon the testing of the latest coating systems developed
by various manufacturers. Ccatings are being applied to H-1l steel (which was
found to be highly susceptible to stress-corrosion cracking in earlier tests),
and specimens of this alloy are being tested by deflection in beam fixtures
after coating. This manner of testing is designed to evaluate the integrity of
the coating when subjected to stretching. Both barrier-type and sacrificial-
type coatings are under evaluation, including epoxy, vinyl, polyurethane, zinc,
and zinc silicate based systems. The next quarterly progress report will con-

tain the results of the coating program to that date.
Iv. FUTURE WORK

Testing of titanium 6A1-UV alloy will continue. Welded samples of this
material are also being prepared for testing. The maraging steels will be
under test within the next 6 weeks if promised delivery dates are maintained.

The protective coating evaluation will continue.
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